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1 White Quality - 3200K
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Figure 1: Color coordinates in CIE 1960 chro-
maticity diagram. 3200K
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Figure 2: Measured Spectral Power Distribu-
tion of light source. 3200K
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1.1 TM-30-15 Detail Plots
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1.2 TLCI-2012 Results
Fusion XPar 12Z 3200K : CCT = P3372 0.34, TLCI = 80
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2 White Quality - 6500K
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Table 2: Summary for 6500K spectral mea-
surement results and color metrics. 0350
Metric Value . 0325
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Figure 3: Color coordinates in CIE 1960 chro-
maticity diagram. 6500K

200 A

o0 Al

ANl

- [V Y

& | \J \
L/ ~

400 500 600 700
Wavelength [nm]

Figure 4: Measured Spectral Power Distribu-
tion of light source. 6500K
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2.1 TM-30-15 Detail Plots
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2.2 TLCI-2012 Results
Fusion XPar 12Z 6500K : CCT = D6752 — 0.33, TLCl = 85
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